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3.1 The primary use of these test methods is testing to determine the specified mechanical properties of steel, stainless steel, and related alloy products for the evaluation of conformance of such products to a material specification under the jurisdiction of ASTM Committee A01 and its subcommittees as designated by a purchaser in a purchase order or contract.
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 ASTM A370 Tensile tests provide information on the strength and ductility of  materials under uniaxial tensile stresses. From fragile wires to structural steel,  from 





	
	
	
	












Testing systems use a number of different units of 10 Jul 2019 PDF Spec Size:  Spec 3-6: 9% 3-6: 14% Elongation 7-8: 8% 7-11: 12% 9-18: 7% 14-18: 10%  Nature of The testing is in general conformance with ASTM A370-15 Standard  Test 
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